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Lab Report

RFPORT: 098-1098 < COMPLETE ) REFERENCE INFO! NONE LISTED

client: brohm hining core. submitted by: r, macleod
PROJECT: 8LASTH0LE date printed: 27-SEP-88

NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 FireAu Gold 62 0.002 OPT Fire Assay
2 CN Au Au/Hot Extraction 6 0.002 OPT Cyanide Leach Atoaic Absorption

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 62 2 -150 62 Assay Prep 62
Deadyood Surcharge 62
antm ~ a

REPORT COPIES TO: MR. ROD MACLEOD INVOICE TO: MR. ROD MACLEOD



Bondar-C’legjt. Inc.
12980 Wfea Cedar Dr.
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(303) 989-1404

BONDAR CLEGG

Geochemical
I .ah Report

REPORT: 098-1098 project: blasthole pare i

SAMPLE
NUMBER

ELEMENT
UNITS

FireAu
OPT

CN Au
OPT

SAMPLE
NUMBER

ELEMENT
UNITS

FireAu
OPT

CN Au
OPT

02 S-9-7-007 0.002 D2 S-9-7-385 0.009
B2 S-9-7-008 0.003 B2 S-9-7-386 0.008
82 S-9-7-027 <0.002 D2 S-9-7-406 0.006
B2 S-9-7-028 0.005 D2 5*9-7-426 0.019 0.019
D2 S-9-7-046 0,002 D2 S-9-7-427 0.002

112 S-9-7-047 0.006 D2 S-9-7-446 0.219 0.216
D2 S-9-7-048 <0.002 1)2 S-9-7-447 0.030 0.031
C2 S-9-7-066 0.005 B2 S-9-7-466 0.055 0.066
B2 S-9-7-067 0.002 D2 S-9-7-467 0.021 0.026
B2 S-9-7-068 0.020 0.021 D2 S-9-7-486 0.009

D2 S-9-7-086
B2 S-9-7-087
B2 S-9-7-088
B2 S-9-7-106
B2 S-9-7-107

0.005
<0.002
<0.002
<0.002
<0.002

02 S-9-7-487
02 S-9-7-506
02 S-9-7-507
02 S-9-7-508
02 S-9-7-526

0.010
0.004
0.004
0.007
0.005

02 S-9-7-126 <0.002 02 S-9-7-527 0.003
02 S-9-7-145 <0.002 02 S-9-7-547 <0.002
02 5-9-7-146 0.006 02 S—9-7-567 0.003
02 S-9-7-165 <0.002 02 S-9-7-588 <0.002
02 S-9-7-166 <0.002 02 S-9-7-608 <0.002

02 S-9-7-185 0.002 02 S-9-7-926 0,013
02 S-9-7-186 <0.002 02 S-9-7-927 0.002
02 S-9-7-205 <0.002
02 S-9-7-206 <0.002
02 S-9-7-225 0.013

02 S-9-7-226 0.003
02 S-9-7-245 0.003
02 S-9-7-246 <0.002
02 S-9-7-265 0.003
02 S-9-7-266 0.003

02 S-9-7-285 <0.002
02 S-9-7-236 <0.002
02 S-9-7-305 0.002
02 S-9-7-306 <0.002
02 S-9-7-325 <0.002

02 S-9-7-326 0.004
02 S-9-7-345 0.006
02 S-9-7-346 0,006
02 S-9-7-365 0.006
02 S-9-7-366 0,011
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NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

------- ................................... ....................... —-----------FtreAteif -
2 CN Au Au/Hot Extraction 6 0.002 OPT Cyanide Leach Atoaic Absorption

SAMPLE PREPARATIONS NUMBER

Amp Prep- - --- -4?-
Oeaduood Surcharge 62
Saiple Split 62

REPORT COPIES TO: MR. ROD MACLEOD INVOICE TO: MR. ROD MACLEOD

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER

-4 Wffil cm-------- »—-- ? -IW-------- --62



Bondar-CIcgg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 
U.S.A. 80228 
Phone: (303) 989-1404 
Telex: 45-693

Geochemical 
Lab Report

flES0RT4_W8-4XIW—----- - - - - - - - - - - - - - - - - - - - - -

ELEMENT FireAu CM Au
-UMtfS------- DPT OPT

0.002 
0.003 

<0.002 
0.005

— ------ 0.003 - —

i
D2 S-9-7-047 0.006
D2 3-9-7-048 <0.002
02 S-9-7-066 0.005
02 S-9-7-067 0.002

i—---- —----- 0.-020----- OtO-24-

02 S-9-7-007 
02 S-9-7-008 
02 S-9-7-027 
02 S-9-7-028

I
02 S-9-7-086 0.005 

1 02 S-9-7-087 <0.002 
t 02 8-9-7-088 <0.002 
j 02 3-9-7-106 <0.002 
'—B2 8-9-7-107--------- ----- <0r053-

l D2 S-9-7-126 <0.002
1 D2 S-9-7-145 <0.002

D2 S-9-7-146 0.006
D2 S-9-7-165 <0.002

1 n') C-0-7-UL f(\ AftO

02 S-9-7-185 0.002
| D2 S-9-7-186 <0.002
; 02 3-9-7-205 <0.002
j 02 S-9-7-206 <0.002
—02-8-9-7-225 ----- - -0.04-3

-PROJECT-! BLASTHOLE

SAMPLE ELEMENT FireAu CN Au
---- NUMBER-------------- UNI3S -DPT -OPT

D2 S-9-7-385 0.009
02 S-9-7-386 0.008
D2 S-9-7-406 0.006
02 S-9-7-426 0.019 0.019

-02-5-9-7-42^ 0.002 -

02 S-9-7-446 0.219 0.216
D2 S-9-7-447 0.030 0.031
02 S-9-7-466 0.055 0.066
02 S-9-7-467 0.021 0.026

—02-5-9-7-486---- -------- 0.009

02 S-7-7-487 0.010
02 3-9-7-506 0.004
02 S—9-7-507 0.004
02 S-9-7-'508 0.007
52 5-9-7-526------- 5.005

02 S-9-7-527 0.003
02 S-9-7-547 <0.002
02 S-9-7-567 0.003
02 S-9-7-588 <0.002

—0-2~ S-7-?-of>8----- -<-0.002

02 S-9-7-926 0.013
02 3-9-7-927 0.002

---------- PftSE-4

D2 S-9-7-226 0.003
02 3-9-7-245 0.003
D2 S-9-7-246 <0.002
D2 S-9-7-265 0.003

—D2-S-9-7-366--- - - - - - - - - - - - - - -0x003-

02 3-9-7-285 <0.002
D2 S-9-7-2B6 <0.002
D2 S-9-7-305 0.002

! 02 S-9-7-306 <0.002
»—82-8-9-7~325-------------- -X0.503-
r '

; D2 S-9-7-326 0.004
I 02 S-9-7-345 0.006
I 02 S-9-7-346 0.006
! D2 S-9-7-365 0.006
1—52-8=7=7=366---------------- O-014-

J
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LAB. REPORT NO.

BONDAR-CLEGG INC. ' ^ i

12980 W. CEDAR DR, LAKEWOOD. CO. 80228 PHONE: 989-1004 TELEX: 45-fo

Date Shipped.
mIl

__

SAMPLE SHIPMENT NOTICE
Wi

_Via. Prepaid or

# Parcels in Shipment. TOTAL NUMBER OF SAMPLES

□ Collect
62

GEOLOGIST'S NAME_ _PHONE NUMBER. J’ROJECT NAME OR NUMBER 

Samples
Type

#
Samples

Sample Numbers 
(Series)

ELEMENTS TO BE ANALYZEO
Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V U W F Au As Hg Sn Sb Bo E spec

Neutron
Activation DCP

Ore
lest

A /)
Cu Pb Zn Mo AS Cd Ni Co An Fe 81 V u w F Au An Hg Sn Sh Ba E spec

Neutron
Activation DCP

ore
test

tic Cu Pb Zn VlO Ag Cd Ni Co Mn Fc BI V u w F Au As Hg Sn Sb 8a E spec
Neutron

Activation DCP
ore
test

VC Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F Au As Hg Sb Sts Ba E spec
Neutron

Activation DCP
ore
test

00 3 $<nou m* Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F Au As Hg Sn Sb 6a E spec
Neutron

Activation DCP
ore
test

OQ 3 Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F Au As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

oc
i

Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F Au As Hg Sn Sb 8a E spec
Neutron

Activation DCP
ore
test

pc saiit
Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F Au As Hg Sn Sb Ba E spec

Neutron
Activation DCP

ore
test

DC c<n)HwnNi pu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F Au As Hg Si: Sb 8a E spec
Neutron

Activation DCP
ore
test

f)C 547lC:-'Plfa Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F Au As Hg Sn Sb ja E spec
Neutron

Activation DCP
ore
test

tie 2, <:<??/rff-y /-it P Pb Zn Mo Ag Cd Nt Co Mn Fe Bi V u w F Au As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
lest

DC X SPAcTAPa p« Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F Au Hg Sr Sb 8a E spec Aclivation DCP test

or Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F Au As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

VC 1 Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F Au As Hg Sn Sb Ba E spec
Neuiron

Activation DCP
“ore

test

l?c Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F At As Hg Sb Sb 8a E spec
Neutron

Activation DCP
ore
test

ec- Pb Zn Mo Ag Cd Ni Co Mn Fe BI V u w F Au As Hg Sn Sb Ba E spec
Neuiron

Activation DCP
ore
test

< □ assay (%, ore grade) \ □ / prepared I
Please analyze by { > methods, the enclosed < | samples

' □ geochemical (ppm, trace level) ‘ □ ' unprepared *

□ DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _

___________________________________________________

_____ .
—_ _ _ _ _ _ _

---------- ---- — — _ _ _ _ _ _ _ _
3)
— ___ _____

PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS

0; DISCARD AFTER ANALYSIS COMPLETE
□ RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 60 DAYS-DISCARD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

PULPS
□ DISCARD AFTER ANALYSIS COMPLETE
□ RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

□
□
□
□

Results_ _
Invoices_
Pulps i 
Rejects__

i/x-iW.
-----------

fj
_____

__

—

—

□ Results.
□ Invoices
□ Pulps _
□ Rejects.

□ Results
□ Invoice
□ Pulps _
□ Rejects

□ Results
□ Invoice.
□ Pulps _
□ Rejects

White — Lab Copy • Please Indude With Shipment Yellow — Sample Prep. Copy Pink — Client s Copy



LAB. REPORT NO.

BONDAR-CLEGG INC.

cavcM

P&!/a 2.

-IPOPin w CEDAR DR.. LAKEWOOD. CO. 00228 PHONE: SBS 1403 TELEX: <35-003

a-/’j- ___Date Shipped

# Parcels in Shipment____________

GEOLOGIST'S NAME +_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _

SAMPLE SHIPMENT NOTICE
y-\ : >

Via_______________ □ Prepaidor □ Collect

____________ TOTAL NUMBER OF SAMPLES__________
_ _ PHONE NUMBERPROJECT NAME OR NUMBER ZL

_ _ _ _ _
Samples

Type
§

Samples
Sample Numbers

f Qpri P 1
ELEMENTS TO BE ANALYZED

Cu Pb Zn Mo Ag Cd Ni Co Mn Fe 81 V U W F Au As Hg Sn Sb Ba E spec
Neutron

Activation DCP
Ore
test

Cu Pb Zn Ml A I Cd Ni Mn Fe Bi V U w F At: ■ Hg Sn S b Ba E spec Activation OCP test

F)
u c 2 #/; /? u

Cu Pb Zn Vto Ag Cd Ni Co Mn Fe Ri V U w F Au As Hg Sn Sb Ba E spec
Neuti it 

Activation DCP
ore
test

Oc Zu Pb Zn Mo •] Cd Ni Co Mn Fe Bi V U w F Au As Hq Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

iA *L) /
// i y Cu Pb Zn Mo Ag Cd Ni Co Fe Bi V u w F Au As Hg Sn Sb Ba E spec

Neutron
Activation DCP -

Oc o ft Pb Zn MO Ag Cd Ni Co Mn Fe Bi V u w F Au As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

Oc Cu Pb Zn Mo Cd Ni Co Mn Fe Bi V u w F Au a | Hg Sn Sb 3a E spec
Neutron

Activation DCP
ore
test

OC n
-Ji Co Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F Au As Hg Sn Sb Ba E spec

Neutron
Activation DCP

ore
test

yc .97^0r Pb
■ Mo Ag Cd Ni Co Mn Fe Bi V u w F Au As Hg Sn Ba E spec

Neutron
Activation DCP

ore
test

/
Pb Zn Vto Cd Ni Co Mn Ft Bi V u w F Au As Hg Sn Sb Ba E spec

'.eutron
Activation DCP

ore
test

:u

Pb

Pb

Zn Mo Ag Cd Ni Co Mil Fe Bi V u w F As As Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

Hi 2a ill0 Ag Cd Ni Co Mn Fe 81 V u w F Au As Hg Sn Sb Ba E spec
rulron

Activation OCP test

oc £ Cu F> Zn Wo Ag Cd Ni u* Mr Ft Bi V u w f Au At Hg Sn Sb B 1 E spec
Neutron

Activation DCP -test

oc l Cu Pb ’« Mo Ag Cd NI Co Mn Fe BI V u w F Au As Hg Sn Sb Ba E spec
NeutfOH

Activation DCP
urulest

f] ( ty v. I Cu Pb Mo - Cd' 'NT ro Mn Fe Bi V u w F Au Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

Cu Pb Zn MO Ag Cd Ni Co Mn Fe Bi V u w F Au As Hg Sn Sb Ba E spec
Neutron

Activation DCP
bre
test

DC / Ti77*0* }
Please analyze by \ 

7

□ assay (%. ore grade)

□ geochemical (ppm, trace level)
} methods, the enclosed

□ DO NOT ASSAY GEOCHEMICAL OVERLIMITS 
COMMENTS__ 'W • : t:

______ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _

—

□ / prepared
' unprepared

\ samples

IU —

_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _
—-4-i------ *-----------

—

COARSE REJECTS
0 ' DISCARD AFTER ANALYSIS COMPLETE

□ RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 60 OAYS-OISCARD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

PLEASE INDICATE SAMPLE DISPOSITION
PULPS

□ DISCARD AFTER ANALYSIS COMPLETE
□ RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 1 YEAR-RETURN COD 
STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

k.O Results 
O'1 Invoices__
□ Pulps_ _ _ L
□ Rejects_ _ _

HacLfad.

■i, 5/z

□ Results _
□ Invoices.
□ Pulps_ _
□ Rejects _

□ Results.
□ Invoice.
□ Pulps _
□ Rejects.

□ Results.
□ Invoice _
□ Pulps _
□ Rejects.

Whitt — Lab Copy • Please Include With Shlpmen! Yellow — Sample Prep Copy Pink — Client's Copy



Bondar-OrKR. *nc- 

12980 West Cedar Dr 
l akcwood. Colorado 
U S. A 80228 
Phone; (303)989-1404 
Telex: 45-693

BONDAR - CLEGG
■

BROHM MINING CORP. 
MR* ROD MACLEOD 
P.0, BOX 485 
DEADUOODt SD 
57732

Invoice * 12895» Psae 1

Date J 30-SEP-88

Rerort NoJ 
Project ! 
Reference t

098-1092 
BLASTHOLE 
NONE LISTED

54 Analyses of Gold at t 8.00 % 432.00
Subtotal % 432,00 % 432.00

6 Analyses of Au/Hot Extraction at % 4.00 % 24.00
Subtotal % 24.00 $ 24.00

Sample Preparation
54 Samples of As Received at $ 0.00 % 0,00

Subtotal $ 0.00 $ 0.00

Invoice Total: 1 456.00

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



Bondar-Oegg. Inc.
12980 Wesi Cedar Dr. 
Lakewood. Colorado 
U.S.A 80228 
Phone: 003)98^1404 
I dn: 45-693

BONDAR- CLEGG
- - - - - - - - - -—---------------- ■

BR0HM MINING C0RP 
MR, ROD MACLEOD 
P.0, BOX 485 
BEADW00D» SD 
5^732

12895» Peat* 1

Date t 30-SEP-88

Report NoJ 
P PuJect 
Ref i? rence *.

098-1072 
BLAST HOI E 
NONE LISTED

54 Analyses of Gold at t 8.00 t 432.00
Subtotal f 432.00 « 432.00

6 Analyses of Au/Hot Extraction i 4.00 $ 24.00
Sub to ta 1 1 24.00 i 24.00

Sample Pref aration
54 Samples of As Received at t 0.00 i 0.00

Sub total * 0.00 * 0.00

Invoice Total! * 456.00 U.8.

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED
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Bondar-Clegg. Inc.
12980 \tfei Cedar Dr.
Lakewood, Colorado 80228
(303(989-1404

BONDAR-CLEGG

Geochemical
I,ab Report

REPORT: 098-1092 < COMPLETE ) REFERENCE INFO! NONE LISTED

CLIENT: BROHM HININ6 CORP. SUBMITTED BY*. R. MACLEOD
PROJECT: BLASTHOLE date PRINTED: 27-SEP-88

ORDER ELEMENT
NUMBER OF 
ANALTSES

LOWER
DETECTION LIMIT EXTRACTION METHOD

1 FireAu Gold 54 0.002 OPT Fire Assay
2 CN Au Au/Hot Extraction 6 0.002 OPT Cyanide Leach Atomic Absorption

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

P PREPARED PULP 54 4 AS REC'D 54 As Received 54

REPORT COPIES TO: HR. ROD MACLEOD INVOICE TO! MR. ROD MACLEOD



Geochemical
Lab Report

Boadar-Clegg. Inc.
12980 West Cedar Dr
Lakewood, Colorado 8022*
(303)989440*

BONDAR CLEGG

REPORT: 098-1092 PROJECT: BLASTHOLE PAGE 1

SAMPLE ELEMENT FireAu CN Ao SAMPLE ELEMENT FireAu CN Au
NUMBER UNITS OPT OPT NUMBER UNITS OPT OPT

P4 S-9-7-575 0.005 P4 S-9-7-699 0.004
P4 S-9-7-576 0.003 P4 S-9-7-700 <0.002
P4 S-9-7-577 0.004 P4 S-9-7-715 0.005
P4 S-9-7-578 0.003 P4 S-9-7-716 0.013
P4 S-9-7-579 0.003 P4 S-9-7-717 0.017 0.019

P4 5-9-7-580 0.008
P4 S-9-7-595 0.004
P4 S-9-7-596 0.002
P4 S-9-7-597 <0.002
P4 5-9-7-598 <0.002

P4 S-9-7-718 0.006
P4 S-9-7-719 0.010
P4 S-9-7-720 0.007
P4 S-9-7-735 0.005
P4 S-9-7-736 0.011

P4 S-9-7-599 0.005 P4 S-9-7-737 0.014
P4 S-9-7-600 0.016 0.022 P4 S-9-7-738 0.018 0.019
P4 S-9-7-615 0.004 P4 S-9-7-739 0.015 0.022
P4 S-9-7-616
P4 S-9-7-617

<0.002
0.004

P4 S-9-7-740 0.012

P4 S-9-7-618 
P4 S-9-7-619 
P4 S-9-7-620 
P4 S-9-7-635 
F4 S-9-7-636

0.004
0.013
0.019 0.022
0.004
0.004

P4 S-9-7-637 <0.002
P4 S-9-7-638 0.004
P4 S-9-7-639 0.008
P4 S-9-7-640 0.007
P4 S-9-7-655 0.002

P4 S-9-7-656 0.003
P4 S-9-7-657 0.006
P4 S-9-7-658 0.005
P4 S-9-7-659 0.011
P4 S-9-7-660 0.007

P4 S-9-7-675 0.006
P4 S-9-7-676 0.008
P4 S-9-7-677 0.006
P4 S-9-7-678 0.010
P4 S-9-7-679 0.008

P4 S-9-7-680 0.005
P4 S-9-7-695 0.006
P4 S-9-7-696 0.006
P4 S-9-7-697 0.011
P4 S-9-7-698 0.017 0.020



Geochemical
I ;ii> Repoit

H.»nd«r-Clegg. Inc. 
12960 Wwt C«d*r Dr 
Lakeerood. Colorado 
U-S-A 80228 
Phone 1303' *89-1404 
Tele*: 4&A93

BONDAR-

PROJECT: BLASTHOLE

REFERENCE INFO: NRNE LISTO

CMtuaiTirn dw. l MATicnnWunT* i tu u i . 'll jv

MTE PRINTED: 27-5EP-88

ORDER ELEHENT
NUHBER OF LONER
ANALYSES DETECTION LIMIT EITRACTION

A «U

2 CN Au Au/Hot Extraction

SAHPiE TYPES NUMBER

» POffAPfNPftP ------ - - - - - - - - ^

6 0.002 OPT Cyanide Leach

SIZE FRACTIONS

-* Wife*r
NUHBER

METHOD

Atoaic Absorption

SAMPLE PREPARATIONS NUMBER 

As Received ~"

REPORT COPIES TO: HR. ROD HACLEOD INVOICE TO: HR. ROD HACLEOD


